Volume 58 / Issue 3/2013

K.Gawdzinska, Quality Features of Metal Matrix Composite Castings Full Text PDF

Dobosz,W.Gumowska,M.Czapkiewicz, Magnetic Properties of Co-Fe
Nanowires Electrodeposited in Pores of Alumina Membrane Full Text PDF

D. G un ey, Residual Stress Analysis of Insulation Coatings for Magnet Technologies Full
Text PDF

A.Hotda,Z. Kolenda, Exergy Balances and Entropy Generation Rates as the
Mathematical Models Falsification Method Applied for Aluminium Electrolysis Processes Full
Text PDF

K.Pieta,L.Btaz, M. Jaskows ki, Effects of Extrusion Parameters by KoBo Method on
the Mechanical Properties and Microstructure of Aluminum Full Text PDF

M.Urzynicok, KKKwiecinski,J. Stania, Analisis of Problems Occuring Welding of
New Genreation of Bainitic Steel 7CrMoVTiB10-10 (T24) Full Text PDF

M.Zielinska,M.Zagula-Yavorska,J.Sieniawski, R.Filip, Microstructure
and Oxidation Resistance of an Aluminide Coating on the Nickel Based Superalloy Mar M247
Deposited by the CVD Aluminizing Process Full Text PDF

M. M a d e j, Phase Reactions During Sintering of M3/2 Based Composites with WC Additions
Full Text PDF

M.Wojnicki,T.Tokarski, P. Kwolek, Kinetic Study of the Photoelectrochemical Gold
Recovery from Diluted Chloride Solutions Full Text PDF



files/archiwum/Vol3_2013/01.pdf
files/archiwum/Vol3_2013/02.pdf
files/archiwum/Vol3_2013/03.pdf
files/archiwum/Vol3_2013/03.pdf
files/archiwum/Vol3_2013/04.pdf
files/archiwum/Vol3_2013/04.pdf
files/archiwum/Vol3_2013/05.pdf
files/archiwum/Vol3_2013/06.pdf
files/archiwum/Vol3_2013/07.pdf
files/archiwum/Vol3_2013/08.pdf
files/archiwum/Vol3_2013/09.pdf

Volume 58 / Issue 3/2013

Z.Pater,J.Kazanecki, Complex Numerical Analysis of the Tube Forming Process Using
Diescher Mill Full Text PDF

A. Tofil, Research of New Splitting Process of Pipe Billets from 2618A Aluminium Alloy
Basing on Cross-Wedge Rolling Full Text PDF

J.Czaja,J.Bernaczek,R.Sliwa, Determination of Stress Values Based on
Calculation of Photoelastic Constants on the Example of the Sub-Frame Connection with the
Hull in a Small Training Aircrafts Full Text PDF

L.Rauch,L.Sztangret,M.Pietrzyk, Computer System for Identification of Material
Models on the Basis of Plastometric Tests Full Text PDF

D.Dziedzic,K.Muszka,dJ.Majta, Strain-Induced Austenitic Structure in Microalloyed
Steels Full Text PDF

t.Rogal, J.Dutkiewicz, Globular Microstructure Formation in X210CrW12 Steel for
Semi Solid Processing Using Plastic Deformation or Boron Modification Full Text PDF

J. Zy c h, Thermal Fatigue of the Selected Tool Steel Applied for Metal Moulds Elements in Die
Casting of Metals Full Text PDF

Z.Sierant, Optimisation of the Deoxidation Degree and Modification on the Cast Steel
Properties Improvement at Low Temperatures Full Text PDF

E.Olejnik,S.Sobula, T.Tokarski, G.Sikora, Composite Zones Obtained by in
Situ Synthesis in Steel Castings Full Text PDF

2/8


files/archiwum/Vol3_2013/10.pdf
files/archiwum/Vol3_2013/11.pdf
files/archiwum/Vol3_2013/12.pdf
files/archiwum/Vol3_2013/13.pdf
files/archiwum/Vol3_2013/14.pdf
files/archiwum/Vol3_2013/15.pdf
files/archiwum/Vol3_2013/16.pdf
files/archiwum/Vol3_2013/17.pdf
files/archiwum/Vol3_2013/18.pdf

Volume 58 / Issue 3/2013

P.Malatynska, Segregation of Elements in Corrosion Resistant Castings of Diversified
Wall Thickness Full Text PDF

B.Kalandyk, W.Wo jtal, Effects of Steel — Applied for Large-Dimension Castings for the
Power Engineering — Refining in the Ladle-Furnace Full Text PDF

B.Mikutowski,R.Zapata,J.Gtownia, P. Wilk, Structure and Properties of the
Centrifugally Cast High-Alloyed (25Cr35NiNbTi) Steel after Long-Time Operation in Steam
Reforming Full Text PDF

J.Gtownia,D.Koshal, R.Skoczylas,S.Sobula, Simulation of Solidification
Conditions in High Quality Castings for Mining Industry Full Text PDF

W.Stachurski,Jtukasik,G.Kwinta,S.Sobula,Sz.Ostafin, Innovated
Construction of Tundish Cover with Increased Service Durability Full Text PDF

JGtownia, G.Tecza,M.Astanowicz A.Oscitowski, Tools Cast from the Steel
of Composite Structure Full Text PDF

R. D a n k o, Integrated Recycling Process of Matrices of Organic Moulding Sands Full Text
PDF

S.Byelikov,l.Volchok,l. Akim o v, Wear Resistance of Graphitized Steels Full Text
PDF

M.Holtzer,S.Zymankowska-Kumon,M.Kubecki,D.Kwasniewska-Kr
6likowska, Harmfulness Assessment of Resins Used as Lustrous Carbon Carriers in
Bentonite Moulding Sands Full Text PDF

3/8


files/archiwum/Vol3_2013/19.pdf
files/archiwum/Vol3_2013/20.pdf
files/archiwum/Vol3_2013/21.pdf
files/archiwum/Vol3_2013/22.pdf
files/archiwum/Vol3_2013/23.pdf
files/archiwum/Vol3_2013/24.pdf
files/archiwum/Vol3_2013/25.pdf
files/archiwum/Vol3_2013/25.pdf
files/archiwum/Vol3_2013/26.pdf
files/archiwum/Vol3_2013/26.pdf
files/archiwum/Vol3_2013/27.pdf

Volume 58 / Issue 3/2013

R.Kaczorowski,P.Just, T.Pacyniak, Ductile Cast Iron Obtain by Lost Foam
Process and Inmold Method Full Text PDF

J.Kowal,J.Danko,J. Stojek, Quantitative and Qualitative Methods for Evaluation of
Measurement Signals on the Example of Vibration Signals Analysis from the Corps of Prototype
Reclaimer REGMAS Full Text PDF

PK.Krajewski,Z.Zovko-Brodarac, W.K.Krajewski, Heat Exchange in the
System Mould — Riser — Ambient. Part |: Heat Exchange Coefficient from Mould External
Surface Full Text PDF

J. Zy c h, Pulsating Gas Dosage in the Moulding Sands Hardening Process in the Cold-Box
Technology Full Text PDF

B. Kalandyk, Wear Resistance of 18%Cr-9%Ni Steel Used for Cast Parts of Pumps
Operating in Corrosive - Erosive Environments Full Text PDF

WK.Krajewski,AL. Greer,PK Krajewski, Trends in the Development of
High-Aluminium Zinc Alloys of Stable Structure and Properties Full Text PDF

Z.Gorny,S.Kluska-Nawarecka,D.Wilk-Kotodziejczyk, Heuristic Models
of the Toughening Process to Improve the Properties of Non-Ferrous Metal Alloys Full Text
PDF

M.Holtzer,AA.Bobrowski,D.Drozynski,J. Mo c ek, Selection of Protective
Coatings of Moulds for Castings of High-Manganese Cast Steel in Dependence of the Applied
Moulding Sand Kind Full Text PDF

M.Cholewa, T.Szuter, Shape Complicated Casting Defects Prediction Based on
Computer Simulation Full Text PDF

4/8


files/archiwum/Vol3_2013/28.pdf
files/archiwum/Vol3_2013/29.pdf
files/archiwum/Vol3_2013/30.pdf
files/archiwum/Vol3_2013/31.pdf
files/archiwum/Vol3_2013/32.pdf
files/archiwum/Vol3_2013/33.pdf
files/archiwum/Vol3_2013/34.pdf
files/archiwum/Vol3_2013/34.pdf
files/archiwum/Vol3_2013/35.pdf
files/archiwum/Vol3_2013/36.pdf

Volume 58 / Issue 3/2013

J.Duda, A.Stawo wy, Optimization Methods for Lot-Sizing Problem in an Automated
Foundry Full Text PDF

M.Brzezinski,A.Stawowy, R.Wron a, The Methodology of Virtual Foundry
Developing Full Text PDF

A.Herberg, Modeling of Self-Induced Vibrations that Occur during the Machining Process of
Casting Patterns with the Use of the Fuzzy-Neural Networks Method Full Text PDF

M.Maj,K.Pietrzak,J.Piekto, Modified Low Cycle Method as a New Criterion for a Life
Fatigue Assessment in Foundry Industry Full Text PDF

S. Wo I ny, Dynamic Behaviour of a Vibrating Jaw Crusher for Disintegration of Hard Materials
Full Text PDF

E.Zidtkowski, Algorithm for Burden Calculation for Foundry Furnaces using Charge
Materials with an Uncertain Composition Full Text PDF

t.Jamrozowicz, Influence of the Gas Dosage Method on Pressure Changes and
Technological Properties of Core Sand Used in the Technology Resol-CO2 Full Text PDF

S.Byelikov,l.Volchok,V.Netreb ko, Manganese Influence on Chromium
Distribution in High-Chromium Cast Irons Full Text PDF

M.Perzyk,J.Kozlowski, M. Wislocki, Advanced Methods of Foundry Processes
Control Full Text PDF

A.Fedoryszyn,R.Danko, Examinations of Parameters Influencing the Outflow of Two

5/8


files/archiwum/Vol3_2013/37.pdf
files/archiwum/Vol3_2013/38.pdf
files/archiwum/Vol3_2013/39.pdf
files/archiwum/Vol3_2013/40.pdf
files/archiwum/Vol3_2013/41.pdf
files/archiwum/Vol3_2013/42.pdf
files/archiwum/Vol3_2013/43.pdf
files/archiwum/Vol3_2013/44.pdf
files/archiwum/Vol3_2013/45.pdf

Volume 58 / Issue 3/2013

Phase Air-Sand Stream from Machine Chamber and Core Box Filling in Shooting Process Full
Text PDF

J.David,Z.Jancikova,R.Frischer,M.Vrozin a, Crystallizer's Desks Surface
Diagnostics with Usage of Robotic System Full Text PDF

K.Smyksy,E.Zidtkowski,R.Wrona,M.Brzezinski, Performance Evaluation of
Rotary Mixers Through Monitoring of Power Energy Parameters Full Text PDF

A.Fedoryszyn,C.Rudy, K. Smy k sy, The Rationalization of Construction and
Operation of the Equipment for the Moulding Sand Preparation Full Text PDF

K.Granat,B.Opyd,D.Nowak,M.Stachowicz G.Jaworski, Usefulness of
Foundry Tooling Materials in Microwave Heating Process Full Text PDF

M.t u car z, The Influence of the Configuration of Operating Parameters of a Machine for
Thermal Reclamation on the Efficiency of Reclamation Process Full Text PDF

S.Kluska-Nawarecka, K. Regulski,M.Krzyzak,G.Lesniak,M.Gurd a,
System of Semantic Integration of Non-Structuralized Documents in Natural Language in the
Domain of Metallurgy Full Text PDF

J.Szajnar,A.Walasek,C.Baron, Tribological and Corrosive Properties of the Parts of
Machines with Surface Alloy Layer Full Text PDF

J.Jezierski,K.Janerka, The Lean Manufacturing Tools in Polish Foundries Full Text
PDF

6/8


files/archiwum/Vol3_2013/46.pdf
files/archiwum/Vol3_2013/46.pdf
files/archiwum/Vol3_2013/47.pdf
files/archiwum/Vol3_2013/48.pdf
files/archiwum/Vol3_2013/49.pdf
files/archiwum/Vol3_2013/50.pdf
files/archiwum/Vol3_2013/51.pdf
files/archiwum/Vol3_2013/52.pdf
files/archiwum/Vol3_2013/53.pdf
files/archiwum/Vol3_2013/54.pdf
files/archiwum/Vol3_2013/54.pdf

Volume 58 / Issue 3/2013

T.Wrébel,J.Szajn ar, Modification of Pure Al and AISi2 Alloy Primary Structure with Use
of Electromagnetic Stirring Method Full Text PDF

J. Bast, ANew Method for the Measurement of Flowability of Green Moulding Sand Full Text
PDF

D.Myszka,A.Wieczorek, An Assessment of the Applicability of Austempered Ductile
Iron Containing Mo and Ni for Mining Machines Parts Full Text PDF

Z.Konopka,M.tagiewka, M.Nadolski, A.Zy sk a, Determination of the
Strengthening Coefficient of Pressure Cast AlSi13Cu2/Chopped Carbon Fibre Composite Full
Text PDF

J.Jakubski,P.Malinowski,StM.Dobosz, K. Major-Gabrys, Ann Modelling
for the Analysis of the Green Moulding Sand Properties Full Text PDF

P.Malinowski,JS.Suchy,J.Jakubski, Technological Knowledge Management
System for Foundry Industry Full Text PDF

E.Guzik,D.Wierzchowski, Using Cored Wire Injection Method in the Production of
Austenitic High Ni-Alloyed Ductile Iron Castings Full Text PDF

D.Kopycinski,M.Kawalec,A.Szczesny,R.Gilewski,S.Piasny, Analysis
of the Structure and Abrasive Wear Resistance of White Cast Iron With Precipitates of Carbides
Full Text PDF

R.Wtadysiak, Computer Control Cooling Process of Permanent Mold Casting of Al-Si Alloy
Full Text PDF

7/8


files/archiwum/Vol3_2013/55.pdf
files/archiwum/Vol3_2013/56.pdf
files/archiwum/Vol3_2013/56.pdf
files/archiwum/Vol3_2013/57.pdf
files/archiwum/Vol3_2013/58.pdf
files/archiwum/Vol3_2013/58.pdf
files/archiwum/Vol3_2013/59.pdf
files/archiwum/Vol3_2013/60.pdf
files/archiwum/Vol3_2013/61.pdf
files/archiwum/Vol3_2013/62.pdf
files/archiwum/Vol3_2013/63.pdf

Volume 58 / Issue 3/2013

. Spicka, M. He g er, Utilization Mathematical and Physical Models Derived There from
Real-Time Models for the Optimization of Heating Processes Full Text PDF

M. Trepczynska-tent, Possibilities of the Materials Properties Improvement for the
Cementite Eutectic by Means of Unidirectional Solidification Full Text PDF

J.Danko,J.Kaminska, M. Skrzynski, Reclamation of Spent Moulding Sands with
Inorganic Binders in the Vibratory Reclaimer REGMAS Full Text PDF

8/8


files/archiwum/Vol3_2013/64.pdf
files/archiwum/Vol3_2013/65.pdf
files/archiwum/Vol3_2013/66.pdf

